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Tensegrity, or tensional integrity, is a property of a structure
indicating a reliance on a balance between components that
are either in pure compression or pure tension for stability1,2.
Tensegrity structures exhibit extremely high strength-to-
weight ratios and great resilience, and are therefore widely
used in engineering, robotics and architecture3,4. Here, we
report nanoscale, prestressed, three-dimensional tensegrity
structures in which rigid bundles of DNA double helices
resist compressive forces exerted by segments of single-
stranded DNA that act as tension-bearing cables. Our DNA ten-
segrity structures can self-assemble against forces up to 14 pN,
which is twice the stall force of powerful molecular motors such
as kinesin or myosin5,6. The forces generated by this molecular
prestressing mechanism can be used to bend the DNA bundles
or to actuate the entire structure through enzymatic cleavage at
specific sites. In addition to being building blocks for nano-
structures, tensile structural elements made of single-stranded
DNA could be used to study molecular forces, cellular mechano-
transduction and other fundamental biological processes.

Classic examples of tensegrity structures are the sculptures of
Kenneth Snelson, which suspend isolated rigid columns in mid-
air by interconnecting them with a continuous tensile cable
network that prestresses the whole system (Fig. 1a)1, and the geode-
sic domes of Buckminster Fuller that use triangulation and minimal
tensional paths between all pairs of neighbouring vertices to main-
tain their stability2. Prestressed tensegrity structures are found at all
size scales in living systems7 and play a central role in cellular
mechanotransduction8. A number of wireframe structures have
been built from DNA9–13; however, these are relatively static
shapes that do not display many of the novel mechanical features
of prestressed tensegrity structures, such as the ability to globally
reorient internal members and thereby strengthen in response to
a local stress. Here, we set out to use the DNA-origami
method14,15 to build prestressed tensegrity structures on the nano-
scale that exhibit integrated mechanical responses similar to those
displayed by living cellular systems.

To accomplish this goal, we moved beyond the current DNA-
origami methods used to create nanostructures, which rely only
on paired bases to provide structural integrity. Instead, we incorpor-
ated stretched single-stranded DNA (ssDNA) segments as nanocon-
struction elements that act in solution as entropic springs, the
behaviour of which can be described over a wide range of loads
using a modified freely jointed chain model (mFJC) that accounts
for stretchable Kuhn segments16 (Supplementary Note S9). We
designed and fabricated prestressed DNA tensegrity structures con-
sisting of a 8,634-nucleotide (nt) M13mp18-based ‘scaffold strand’

and hundreds of oligodeoxyribonucleotide ‘staple strands’ that
self-assemble into tensed structures despite kinetic barriers
imposed by the prestress. The assembly process for prestressed
origami objects is, as for DNA-origami objects in general, a one-
pot reaction where the scaffold strand, the staple strands and
buffer containing Mg2þ ions are heated to 80 8C and then cooled
down over the course of 72 h to room temperature to allow each
staple strand to find its unique position on the scaffold sequence
and hence achieve the correct assembly of the structure. The
staple sequences were designed, using the software caDNAno
(ref. 17), to promote self-assembly of rigid columns or struts com-
posed of bundles of multiple DNA double helices. Importantly, this
design differed from those used for previously reported DNA-
origami structures because we also incorporated loops of hundreds
of unpaired bases on the scaffold strand that connect the ends of
multiple individual struts and act as the ssDNA springs. Two
stretches of the scaffold DNA for which the sequences are prone
to hairpin formation were incorporated into the rigid struts. A sim-
plifying assumption of our model is that secondary-structure for-
mation in the ssDNA springs can be ignored. Future experiments
could use structure-free ssDNA (for example, scaffold segments
programmed to consist primarily of the bases A, C and T) as the
springs to make this assumption more valid. The energy necessary
for tightening of these ssDNA springs is provided during the assem-
bly process by base-pairing of the double helices that form the com-
pression-resistant struts, thereby prestressing the entire integrated
DNA structure.

As a proof-of-principle for this strategy, we designed a three-
dimensional ‘tensegrity prism’ composed of three compression-
resistant, 57-nm-long, 13-helix bundles held in place by nine
tensed ssDNA springs (each 226 bases long) (Fig. 1b,c). Each strut
was constructed from three segments of the scaffold that were far
apart in the primary sequence, providing five, three and five of
the 13 helices, respectively (Fig. 1d). Transmission electron micro-
scopic (TEM) analysis of gel-purified structures self-assembled in
this manner, and comparison of these two-dimensional images
with predicted three-dimensional computer models, confirmed
that this self-assembly process resulted in three-strut tensegrity
prisms (Fig. 1e; see also Supplementary Fig. S1), and similar
results were obtained by constructing another tensegrity prism
using six-helix bundles as struts (Supplementary Fig. S2).

With a view to investigating the influence of ssDNA spring
length, and thus tension, on the structure and assembly success of
DNA tensegrity structures, we created a two-dimensional, pre-
stressed ‘kite’ structure (Fig. 2a). The ends of two 92-nm-long,
12-helix bundles were connected through four unpaired regions of
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a 8,634-nt scaffold strand; no DNA strands cross over between the
two 12-helix bundles at the point of intersection. Hence, the struc-
tural integrity is solely provided by the tension of the four DNA
springs, balanced by the compression imposed on the struts to
which they connect. In a perfect square arrangement, the distances
between pairs of neighbouring ends of the struts are each 65 nm.
Stretched over this distance in solution at room temperature, an
idealized ssDNA spring of 220 nt exerts a contractile force
between 6 and 7 pN. We calculated the force with two models
that estimate extension–force relations for polymers in solution:
the mFJC model (6.4 pN) and the wormlike chain (WLC)
model18, which implies continuous bending elasticity (6.9 pN)
(Supplementary Fig. S3, Supplementary Notes S9–11). To investi-
gate the structural rigidity and the maximum force achievable
with this approach, the kite structure was assembled in nine con-
figurations with spring lengths of 520, 420, 320, 220, 190, 170,
160, 150 and 140 nt. The different numbers of bases in the single-
stranded regions were achieved by exchanging a small subset of
staple strands, which led to spooling of the desired number of
unused bases. The enlarged schematics in Fig. 2a show the scaffold
and staple paths at the end of a 12-helix bundle before and
after spooling.

Sample analysis by gel electrophoresis after annealing resulted in
a series of bands (Fig. 2b). The second fastest band contained struc-
tures with the desired kite configuration, in which shorter spring
lengths led to tighter distributions of crossing angles b (Fig. 2b,
lower panel). The red lines overlaying the histograms represent
the equilibrium angle distributions at room temperature calculated
from the mFJC model (for a WLC model fit, see Supplementary

Fig. S3). The next slower migrating band was composed of
dimers, that is, two sets of staple strands sharing two scaffold
strands. With spring lengths that generate forces greater than
14 pN (160 nt), no desired kite structures formed, indicating that
a 12-helix bundle can fold into its full length against forces up to
14 pN acting on each end. However, the yield of correctly folded
objects for this particular geometry was highest (�15% efficiency)
at forces between 4 and 7 pN (320 and 220 nt, respectively).

In all lanes, we detected a faint fast-moving lowermost band that
contained objects with a parallel arrangement of the two struts
when visualized using TEM. We attribute these defective particles
to the occasional rupturing of the scaffold strand in one of the four
springs. We were also able to mechanically actuate this structural
transition between a square-kite configuration to the parallel confor-
mation in a controlled manner, and with high efficiency, by clipping
specific sites in the springs with a restriction endonuclease. After clip-
ping, the band of the kite in a square arrangement disappeared, and
the band for the struts arranged in parallel gained intensity (Fig. 2c).

To demonstrate the versatility of prestressed DNA tensegrity
structures, a geometrical variant of the kite was designed and nano-
fabricated through self-assembly. One of the four springs was fixed
to a length of 140 nt, and the remaining three springs were set with a
length of 320 nt (Fig. 2d). Interestingly, when we engineered similar
structures using thinner, 128-nm-long, six-helix bundles19 as com-
pression-resistant elements, we observed buckling of these struts
(Fig. 3; see also Supplementary Fig. S5). Introducing shorter
42-nt-long six-helix bundle segments into each spring, the ssDNA
length between the ends of a six-helix-bundle kite structure was
fixed at 486 bases. After thermal annealing, gel purification and
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Figure 1 | Three-dimensional prestressed DNA tensegrity. a, Tensegrity prism constructed from wood and cord. b, Quasi-two-dimensional representation of

the scaffold pathway through the prestressed tensegrity prism. The colour code indicates the nucleotide (nt) index along the circular path. Red represents the

first nt on the 8,634-nt-long scaffold, violet the last nt. The three struts are labelled i, ii, iii. c, Three-dimensional representation of the scaffold pathway for

the assembled prism. Staple strands are omitted for clarity. Light grey arrows denote the contractile forces exerted by the ssDNA springs, and dark grey

arrows indicate the sum of compressive forces along the axis of the 13-helix bundle. d, Cylinder and scaffold models of an individual 13-helix bundle. Every

cylinder represents one double helix. e, Electron micrographs and cylinder models of DNA tensegrity prisms. Scale bars, 20 nm.
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TEM imaging, most of these objects displayed two bent six-helix
bundles, which can be explained as follows. The critical force
Fc at which a strut of length L buckles can be expressed as
Fc ¼ p2.P.kBT/L2. If we assume a persistence length of P¼ 1.6+
0.6 mm for our gel-purified six-helix bundles (see next paragraph
and Supplementary Fig. S5), Fc ¼ 3.9+1.5 pN. Because the
expected force exerted by the ssDNA on the straight struts of
4.7+1 pN is above this critical force, the buckling of the six-helix
bundles is not surprising. The mean distance d between ends of
neighbouring struts on the TEM grid was 72+9 nm, which corre-
sponds to an average force of 2.5+0.5 pN along each spring.
These forces sum to a resulting force of 3.5+1 pN along the axis
of each strut, which coincides, within error margins, with the pre-
dicted critical buckling force of 3.9+1.5 pN. The measured dis-
tances and the resulting forces are estimated under the
simplifying assumptions that our DNA objects adhere to the grids
without further equilibrating movements during drying and stain-
ing and that the restoring force of a buckling strut is constant. We
are therefore ignoring effects of a potentially damaged or distorted
cross-section of the strut.

We also determined that our six-helix bundles have a persistence
length of 2.4+0.6 mm, which agrees well with the theoretically
expected value of 2.7 mm (Supplementary Figs S6,S7). For six-
helix bundles purified from an agarose gel, the measured persistence

length drops to 1.6+0.6 mm, most likely due to incorporation of
ethidium bromide (Supplementary Fig. S8) and mechanical
damage during gel electrophoresis and extraction (Supplementary
Fig. S8). Consistent with the observation that gel purification
lowers the persistence length, we found that unpurified six-helix-
bundle kites exhibit straight struts, and therefore display an
average distance of 89+3 nm between neighbouring strut ends
(Supplementary Fig. S4). Hence, unpurified, 128-nm, six-helix
bundles that experience a compression force of 4.7+1 pN do not
buckle. This observation is consistent with theory, because a force
greater than 6 pN is required to buckle unpurified six-helix
bundles of this length, with a persistence length of 2.4 mm. Thus
our results are roughly consistent with the mFJC model
for ssDNA and a compressive Young’s modulus for dsDNA of
3 × 108Pa (refs 20,21). In the future, more complex models (for
example, one that considers the ionic strength of the solution)
might yield a more complete picture and will have to be used in
the low-force regime (,2 pN) to obtain accurate predictions22.
However, the active bending of DNA-origami objects provides a
visual demonstration of our ability to generate controllable forces
during the process of DNA self-assembly. By applying known
nanoscale forces by means of this structural approach, it might be
possible to quantitatively probe and analyse biophysical mechan-
isms at the molecular level in the future.
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Figure 2 | DNA tensegrity-structure kite. a, Three-dimensional scaffold path representation for the prestressed tensegrity kite and TEM image of the

assembled object with 220-nt-long springs. Changes of the spring lengths of a DNA tensegrity structure can be achieved by spooling of the scaffold DNA.

Staple strands that have to be exchanged to achieve a shortening of a spring are depicted in green. b, Gel and TEM analysis of kites equipped with varying

spring lengths between the ends of the struts. Left to right: 2-Log DNA ladder, p8634 scaffold, 520 nt, 420 nt, 320 nt, 220 nt, 190 nt, 170 nt, 160 nt, 150 nt,

140 nt. The bands containing the various objects were extracted and investigated with TEM. Lower panels: histograms of observed angles b between the

struts. c, A 12-helix-bundle kite with four springs of equal length (300 nt) was designed such that the restriction site for EcoRI was located in one of the

300-nt-spring regions. Gel (top) and TEM analysis (bottom panels) shows that the enzymes only cut the springs when the complementary sequence to the

restriction site is present during folding. Species cut out of gel and analysed by TEM are indicated as i, ii and iii. d, TEM image of kites with one short spring

(140 nt) and three longer springs (320 nt). Scale bars, 20 nm.
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Application of ssDNA as spring elements in DNA structures
could give rise to the fabrication of flexible and mechanically
responsive DNA structures spanning great areas or volumes while
using relatively small amounts of material. Current efforts to use
dsDNA as a scaffold source23, and the potential of hierarchical
assembly12,15, may facilitate the creation of such large biocompatible
constructs. We have shown that the inclusion of specific cleavage
sequences in the DNA sequence enables ligand-inducible mechan-
ical actuation. In combination with the coupling of aptamer-based
enzymatic activity into DNA tensegrity structures, this could
provide a mechanism to generate mechanochemical conversion
mechanisms similar to those observed in living cells8, which
might be useful in the origin of life studies to model hierarchical,
self-assembling, tensegrity structures that have been proposed to
contribute to the emergence of the first living cells24. These pro-
grammable biomimetic nanostructures could be used as nanoscale
solution-based force sensors25 and as platforms for biophysical
experiments where DNA of defined length under controlled
tension is desirable. Furthermore, they could serve as artificial extra-
cellular matrices with controllable mechanics or as cytoskeletal-
network mimics that could aid in the study of fundamental cellular
processes such as cellular mechanotransduction, which involves
stress-dependent control of molecular biochemistry and
gene expression.

Methods
Folding and purification of prestressed DNA tensegrity structures. For the
self-assembling process, a solution containing 10 nM of scaffold strand, 50 nM of
each staple strand (reverse-phase cartridge purified; Bioneer), 5 mM Trisþ 1 mM
EDTA (pH 7.9 at 20 8C), 16 mM MgCl2 was heated to 80 8C for 4 min, cooled to
60 8C over the course of 80 min, and cooled further to 24 8C over the course of 72 h.
The folded objects were electrophoresed on a 1.5% agarose gel containing 45 mM
Tris borateþ 1 mM EDTA and 11 mM MgCl2 at 70 V for 3 h. To protect the
origami structures from denaturation during electrophoresis, the gel-box was cooled

in an ice-water bath. The gel band containing the structures was physically extracted
from the gel and run through spin columns (Freeze’n’Squeeze Spin Columns,
Biorad) at 5,000 g. The DNA tensegrity objects were then imaged with TEM after
negative staining with uranyl formate on a FEI Tecnai T12 BioTWIN at 80 kV.

Ligand-induced mechanical actuation of the 12-helix-bundle kite. A 12-helix-
bundle kite with four springs of equal length (300 nt) was designed such that the
restriction site for EcoRI was located in one of the 300-nt-spring regions. The
assembled kites with a double-stranded region at the EcorRI restriction site
(GAATTCþ 10 bases or more overhang on both sides of the sequence) were
incubated for 1 h with the enzymes (20 ml of 10 nM scaffold, 80 nM each staple,
1 × NEB-buffer 2, 20 units of enzyme, New England Biolabs). Uncut and cut
tensegrity kites were electrophoresed on a 1.5% agarose gel. The gel bands were
physically extracted and imaged with TEM after negative staining with
uranyl formate.
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